WASHINGTON STATE DEPARTMENT OF TRANSPORTATION - MATERIALS LABORATORY
PO BOX 47365 OLYMPIA, WA. 98504-7365/1655 SO. 2ND AVE TUMWATER, WA. 98512

Physical Testing Section Work Order No. 007465

Curing Compound Test Report Lab ID No. 00001060BD

WSDOT Test Method 814 Lab Number AC-05140
Trans. No. 1060BD

Date Sampled: 01/19/2010 Bid Item No: 93,10

Sampled By: T. EASTMAN Org. No. 434304

Date Recvd. HQ: 01/20/2010 F.A. No.

S.R. No.: 12

Section: GRAND MOUND TO MAYTOWN STAGE ONE - ADD LANES

Contractor:

Material: CURING COMPOUND

Accpt.Samp.No.: Brand: W.R. MEADOWS - SEALTIGHT 1600

Sample Loc.: JOBSITE

Lot No.: 9BLO05 Type: II Base: WAX
Test Description Test Results Specifications
Reflectance 74 60 Min.
Moisture Loss (gm) 0.28 2.50 Max.

Distribution; Results: MEETS SPECIFICATIONS

Remarks:

Materials File X

Regional Construction 4

Project Engineer:

MARYLOU NEBERGALL X(2)

Russ S~:1A X THOMAS E. BAKER, P.E.

Suganih Dethlefs ¥  MATERIALS ENGINEER

T45P- T45T-1.0 Michael Polodna, P.E. By:ééégglznﬂN

T45R- 7450~ Date: 01/28/2010

T455— T45V- Phone: (360)709-5446
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